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As s pecifiedby client,with referenceto RoH S Directiv e2011/65/EU Annex IIto determ ine
Cadm iu m ,L ead,M ercu ry,Cr(V I),PB B s ,PB D E s contents in thes u bm itted s am ple.

Sam pleSu bm itted B y

T es t Requ es ted

Sam pleReceiv ingDate

T es t Res u lt(s )

Conclu s ion

N E W PRISM AT IC E N T E RPRISE CO.,L T D.

2014/11/21

B as edon theperform ed tes ts on s u bm itted s am ples ,thetes t res u lts ofCadm iu m ,L ead,
M ercu ry,Cr(V I),PB B s ,PB D E s com ply with thelim its as s et by RoH S Directiv e2011/65/EU
Annex II;recas ting2002/95/EC.

T es t M ethod Pleas ereferto next pages .

2014/11/21T O 2014/11/26

Pleas ereferto next page(s ).

T es tingPeriod

T es t Report
N E W PRISM AT IC E N T E RPRISE CO.,L T D.

T hefollowing s am ple(s )was /weres u bm itted and identified by/on behalfoftheclient as :

N O.4,AL L EY 27,L AN E 195,YU N G FE N G RD.,T U -C H E N G DIST RIC T ,N E W T AIPEICIT Y 236,T AIW AN

Style/Item N o.
Color

N o.:K E/2014/B 2268 Date:2014/11/26

PH OT OC H ROM IC M C PIG M E N T #14B L U E
U V -PD 2114
SL IG H T -G RE E N

Sam pleDes cription
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T es t Res u lt(s )

：

Res u lt

N o.1

m g/kg W ith referenceto IEC 62321-5:2013and
perform edby ICP-AES.

2 n.d. 100

m g/kg W ith referenceto IEC 62321-5:2013and
perform edby ICP-AES.

2 n.d. 1000

m g/kg W ith referenceto IEC 62321-4:2013and
perform edby ICP-AES.

2 n.d. 1000

m g/kg W ith referenceto IEC 62321:2008and
perform edby U V -V IS.

2 n.d. 1000

m g/kg - n.d. 1000
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg - n.d. 1000
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -
m g/kg 5 n.d. -

W ith referenceto IEC 62321:2008and
perform edby G C/M S.

Dibrom obiphenyl
T ribrom obiphenyl
T etrabrom obiphenyl

H eptabrom obiphenyl
Octabrom obiphenyl
N onabrom obiphenyl

Octabrom odiphenylether

Pentabrom odiphenylether
T etrabrom odiphenylether
T ribrom odiphenylether

H eptabrom odiphenylether

Cadm iu m (Cd)

Unit

Dibrom odiphenylether

Decabrom obiphenyl
Su m ofPB DEs

PAR T N AM E N o.1

L im itM DLM ethodT es t Item (s )

PH OT OC H ROM IC M C PIG M E N T #14B L U E

Decabrom odiphenylether

L ead(Pb)

Pentabrom obiphenyl

M onobrom obiphenyl

H exabrom odiphenylether

M onobrom odiphenylether

N onabrom odiphenylether

H exabrom obiphenyl

M ercu ry (H g)

H exav alent Chrom iu m Cr(V I)

Su m ofPB B s
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1.
2.
3.
4.
5.
6.

T his report s u pers edes allprev iou s docu m ents bearingthetes t report nu m berK A/201X/XXX X X.
T his is theadditionaltes t report ofK A/201X/XXX X X which was is s u ed on yyyy/m m /dd.Pleas ereferto K A/201X/XXX X X for
originalinform ation.

m g/kg= ppm ；0.1w t% = 1000ppm
N ote：

n.d.= N ot Detected
M D L = M ethodDetection L im it
"-"= N ot Regu lated
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N ote**：(1)Fornon-m etallicm aterial,addalkalinediges tion reagent and heat to 90~95
℃.

(2)Form etallicm aterial,addpu rewaterand heat to boiling.

1) T hes es am ples weredis s olv ed totally by pre-conditioningm ethodaccordingto below flow chart.（C r6+ tes t

m ethodexclu ded）

2) N am eofthepers on w ho m adem eas u rem ent:Jony L iu

3) N am eofthepers on in chargeofm eas u rem ent:Ray C hang

Cr6
＋

Sam pleM aterial Diges tion Acid

Steel,copper,alu m inu m ,s older Aqu a regia,H N O3,H Cl,H F,H 2O2

G las s H N O3/H F

G old,platinu m ,palladiu m ,ceram ic Aqu a regia

Silv er H N O3

Plas tic H 2SO4,H 2O2,H N O3,H Cl

Others Any acid to totaldiges tion

Pb、Cd

Solu tion

IC P-AES

Acid diges tion by s u itableacid

dependedon different s am ple

m aterial(as below table)

Filtration

Res idu e

1) AlkaliFu s ion

2) H C lto dis s olv e

Sam pleM eas u rem ent

C u tting/Preparation

M icrowav ediges tion with

H N O3/H C l/H F

H eat to appropriate

tem peratu reto extract

C ool,filterdiges tate

throu gh filter

Adddiphenyl-carbazide

forcolordev elopm ent

M eas u re the abs orbance

at 540nm by U V -V IS

Addappropriateam ou nt

ofdiges tion reagent

H g
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PB B /PB DE analyticalFL OW C H ART

1)N am eofthepers on who m adem eas u rem ent:Dorothy C hen

2)N am eofthepers on in chargeofm eas u rem ent:Ray C hang

Sam ple

Is s u eReport

Sam plepretreatm ent

Sam pleextraction/
Soxhlet m ethod

Concentrate/D ilu te
E xtracted s olu tion

Analys is by G C/M S

Filter
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** EndofReport **

*T hetes ted s am ple/part is m arked byan arrow ifit's s hown on thephoto.*
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